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กิ�งกาญจน์  สระบวั : การศึกษาผลกระทบของแรงกดและความถี�เชิงกลที�มีต่อการเก็บเกี�ยว
พลงังานของวสัดุไพอิโซอิเล็กทริก (A STUDY OF EFFECT OF MECHANICAL 
COMPRESSIVE FORCE AND FREQUENCY ON ENERGY HARVESTING BY 
PIEZOELECTRIC  MATERIAL)  อาจารยที์�ปรึกษา : ผูช่้วยศาสตราจารย ์ดร.อนนัท ์ 
อุ่นศิวไิลย,์ 130 หนา้. 

 
 งานวจิยัวทิยานิพนธ์นีRไดเ้สนอการศึกษาผลกระทบของแรงกดและความถี�เชิงกลที�มีต่อการ
เก็บเกี�ยวพลงังานของวสัดุไพอิโซอิเล็กทริก โดยทาํการสร้างชุดกาํเนิดแรงสั�นสะเทือนเชิงกลที�
สามารถให้แรงกดเชิงกล 50-400 N และความถี�เชิงกลในช่วง 0.017-5 Hz จากนัRนวสัดุไพอิโซ 
อิเล็กทริกถูกทดสอบภายใตแ้รงเชิงกลดงักล่าว และทาํการศึกษาผลกระทบของแรงกดและความถี�
เชิงกลต่อการผลิตพลงังานไฟฟ้า จากผลการทดสอบพบวา่เมื�อวสัดุไพอิโซอิเล็กทริกไดรั้บแรงกด
เชิงกลและความถี�เชิงกลเพิ�มขึRน แรงดนัไฟฟ้าของวสัดุไพอิโซอิเล็กทริกมีค่าเพิ�มขึRน และการเพิ�ม
จาํนวนแผน่วสัดุมีผลทาํใหก้าํลงัไฟฟ้ามากขึRน จากการทดลองพบวา่สามารถเก็บเกี�ยวพลงังานไฟฟ้า
จากชุดทดสอบได ้33.47 µW  ณ ความตา้นทานภายนอก 1 MΩ ค่ากระแสไฟฟ้า 5.85 µA และ
แรงดนัไฟฟ้า 5.72 V และนอกจากนัRนเราไดส้าธิตการเก็บเกี�ยวพลงังานไฟฟ้าโดยการประจุไฟฟ้า
เขา้สู่แบตเตอรี�  
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 This thesis presents the effects of mechanical compressive force and frequency 

on energy harvesting by employing piezoelectric ceramics. The mechanical vibration 

machine was built for energy harvesting test. The machine can generate compressive 

force and frequency in the range of 50-400 N and 0.017-5 Hz, respectively. 

Piezoelectric samples were subjected to vibration loads generated by the machine.  

The effects of loading amplitude and frequency on output voltage were investigated. 

The results showed that the output voltage obtained from piezoelectric ceramics 

increased with higher loading amplitude and frequency. Moreover, when the number 

of piezoelectric samples increased, the electrical power increased. The maximum 

power of 33.47 µW was obtained at 1 MΩ of an external resistor, 5.85 µA of current 

and 5.72 V of voltage. In addition to amplitude and frequency effect, we demonstrated 

battery charging by using the energy harvesting machine. 
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