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บทคดัย่อ 

 ผลึกเด่ียวของสารเฟอร์โรอิเล็กทริก ไดเพนนิวกนิูดิเนียม ไฮโดรเจน เอล ทาเทรต โมโนไฮเดรต 

ปลูกข้ึนดว้ยวธีิการปลูกผลึกจากสารละลาย โดยเทคนิคการระเหยตวัทาํละลายอยา่งชา้ๆ ผลึกท่ีไดถู้ก

นาํไปศึกษาสมบติัและลกัษณะเฉพาะไดแ้ก่ การศึกษาโครงสร้างดว้ยวธีิการเล้ียวเบนของรังสีเอกซ์ การ

วเิคราะห์หมู่ฟังกช์นัดว้ยเทคนิค FTIR การศึกษาสมบติัทางแสงดว้ยเทคนิค UV-vis การศึกษาสมบติัไดอิ-

เล็กทริกและการสูญเสียไดอิเล็กทริก โดยมีการเปล่ียนแปลงของความถ่ีของสนามไฟฟ้าท่ีอุณหภูมิห้อง 

และจากผลการทดลองแสดงใหเ้ห็นวา่ผลึกท่ีปลูกไดมี้สมบติัเฟอร์โรอิเล็กทริกและมีค่าโพลาไรเซชนั

ประมาณ 6.5 ไมโครคูลอมป์ต่อตารางเซนติเมตร ท่ีสนามไฟฟ้า 0.5 กิโลโวลตต่์อเซนติเมตร 
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Abstract 

 Single crystals of a new ferroelectric material, N,N'-Diphenylguanidinium hydrogen  (+)- L-

tartrate monohydrate (DPT), were grown from an aqueous solution using the slow evaporation solution 

technique (SEST). The grown DPT crystals were subjected to powder X-ray diffraction analysis and 

Fourier transform infrared spectral studies. Optical properties were studied using UV-vis. The dielectric 

constant and dielectric loss of the crystal were determined as a function of frequency at room 

temperature and the results are discussed. The result shows that a DPT single crystal has some 

ferroelectricity with a saturated polarization of approximately 6.5 µC/cm2 at a coercive field of about 

0.5 kV/cm.  
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