
 

CHAPTER I 
INTRODUCTION 
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This research contributes to practical applications, guiding construction 
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1.2 Research Objective 
The objectives of this study are to study the effect of saline concentration on 

physical and engineering properties of concrete, including compressive strength, water 

absorption, porosity, and mineral composition of concrete.  Uniaxial compressive 
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2) The chemical test, the failure samples from the uniaxial 


